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Micronized Calcium Carbonate — 2500 Mesh * Uncoated — AROSHACARB® UM2500

Doc No: TDS-AP-CC-U2500 * Rev.01 — 2026-10-22 - (Technical Data Sheet) Jg.axo si8 wlaxiiw a3,

Rev.00 * Y+Y£&-+A-+V — Livg,l swouw, TDS :aicw Sluw
whyd ojlal il (CaCo03) yosl>
1.5+ 0.3 pm = 98.5 wt%
U SYU a> S
D97

5+1pm = 98.0 % n
wgb, VLY WA
< 0.20 wt% 22 -28 g/100g
P Qi gy €97

S0 a8,25 AS >
2836.50 a None / Untreated e

Uncoated

wid=o L8 S, (AROSHACARB® UM2500) Lig)l YO++ io LirisgiU9M 0jwigySao pamdS Wliu,S
duid,iuS Sawdils &39i wwl (Cowsnl 9 (b (svaee adow) (sadaw 2Mol wg (CaCOs3 > 98.5%) Logls
(Topcoat) 1elS (sug, Giivgy Sl |y 2,8 ol (D97: 5+ 1 um vy SYL 21> ¢ D50: 1.5 £ 0.3 ym wl)d ailw b

Jo.oxo doliowlow

Product Identification

CaCOs3 vl Jgoyd (GCC) odiv Ul b panls ©Lo,S Jaaxo ol
471-34-1 CAS s o)lows UM2500 Jgaxo aS
207-439-9 EC o,low Uncoated * i YO« « wxbw Mol 9 24,8

2836.50 BS,0S a9, AS b 03459,540 )39 ol

2720000014101 obsio VIS awlow Olpl — Logls Sal Siw Liio

Arosha Powder Pishtaz Sanat * Podresang.ir * aroshapowder@gmail.com TDS-AP-CC-U2500 * Rev.01 - 1/5


https://podresang.ir/category/%da%a9%d8%b1%d8%a8%d9%86%d8%a7%d8%aa-%da%a9%d9%84%d8%b3%db%8c%d9%85/

Chemical Composition (XRF)
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Method: X-ray fluorescence (XRF), in-house QC lab calibration.
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Physical Properties & Particle Size

Particle Size Distribution — UM2500 (2500 Mesh - Uncoated)
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Particle size (um, log scale)

mm Differential volume = Cumulative passing

Schematic curve derived from the specified D50 / D97 limits — the binding values are those in the specification table
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Additional Technical Data
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Referenced Standards / g>,0 S ,luluwl
e ISO 3262-5:2023 — Natural crystalline calcium carbonate, specifications and methods of test
e IS0 13320:2020 — Particle-size analysis by laser diffraction
e ISO 787-2:2021 - 787-5:2026 - 787-7:2009 * 787-9:2019 - 787-10:1993 * 787-11:1981

e ISO 3310-1:2016 — Test sieves, technical requirements for metal wire cloth

Safety, Health & Environment Commercial Terms
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Packaging, Storage & QC
1SH1eS L silslo Wb 9 wsainylew Sawaiuws ¢ (FIBC) (i Sugao> * PP/PE (5w0,50LS YO SaunS 1S s Ricaans
ol Gwyiaws 55 GHS (aslao SDS g 55lo S yie Cwlgs)s @ dgoxo ,a COA ¢3q.iscsw Ulosl XRF ¢ (ISO 13320)
Packaging: 25 kg PP/PE bags - 1,000 kg FIBC - custom/export pallets. Storage: dry, covered, away from moisture/acids;

unlimited shelf life. QC: every batch tested by laser diffraction (ISO 13320) & XRF; batch COA on request; GHS SDS

available.
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Arosha GCC Grade Family
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https://podresang.ir/datasheet/tds-caco3-mesh-100/
https://podresang.ir/datasheet/tds-caco3-mesh-200/
https://podresang.ir/datasheet/tds-caco3-mesh-325/
https://podresang.ir/datasheet/tds-caco3-mesh-400/
https://podresang.ir/datasheet/tds-caco3-mesh-600/
https://podresang.ir/datasheet/tds-caco3-mesh-800/
https://podresang.ir/datasheet/tds-caco3-mesh-1500/
https://podresang.ir/datasheet/tds-caco3-mesh-3500/
https://podresang.ir/datasheet/tds-caco3-coated-400/
https://podresang.ir/datasheet/tds-caco3-coated-600/
https://podresang.ir/datasheet/tds-caco3-coated-800/
https://podresang.ir/datasheet/tds-caco3-coated-1500/
https://podresang.ir/datasheet/tds-caco3-coated-2500/
https://podresang.ir/datasheet/tds-caco3-coated-3500/
mailto:aroshapowder@gmail.com
https://podresang.ir/

