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Iranian Micronized Talc * Mesh 400 — AROSHATALC® TA-IRTA400
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Product Identification
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Chemical Composition (XRF)
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Method: X-ray fluorescence (XRF), Arosha Powder QC laboratory.
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Physical Properties & Particle Size

Particle Size Distribution — TA-IRTA400 (Mesh 400 : IR)
SO 13320:2020 laser-diffraction basis - D50 = 15 ym - D98 = 37 ym
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Particle size (pm, log scale)

mm Differential volume = Cumulative passing

Schematic curve derived from the specified D50 / D98 limits — the binding values are those in the specification table
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PLM / XRD = Nil a3l
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Additional Technical Data
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Referenced Standards / g0 S, lubuwl

ISO 3262-10 — Extenders for paints: specifications and methods of test — talc

ASTM D6050 — Standard test method for physical and chemical properties of talc
ISO 13320:2020 — Particle-size analysis by laser diffraction
ISO 787-2 - 787-5 - 787-9 - 787-10 — moisture, oil absorption, pH, density

Safety, Health & Environment Commercial Terms
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Packaging, Storage & QC
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Packaging: 25 kg laminated PP/PE bags - 1,000 kg FIBC - bulk in jumbo bags / break bulk - export pallet & shrink.

Storage: dry, covered, away from moisture; unlimited shelf life under standard conditions. QC: every batch tested by

laser diffraction (ISO 13320) & XRF; asbestos test (PLM/XRD) and batch COA on request.
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Arosha Talc Grade Family
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