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Iranian Micronized Talc * Mesh 800 — AROSHATALC® TA-IRTA800

Doc No: TDS-AP-TALC-TA-IRTA800 - Rev.01 — 2026-10-22 - (Technical Data Sheet) Jg.axo sid wlaxiiw a5,

(il 10,8 Jgazo Soosb) ) +-T+ T 5,555L — Lisg,] Jgazxo wlasiw :yiw Sl

wlyd ojlul Aile (Whiteness) Sisaw
& 6 um =292%

U9y Vi v SYL 2> e
25 -359g/100g 20 pm
vl §alei pH b,
8-10.5 < 0.8 wt%
(55205 8,55 15 —
2526.20 sl

Asbestos-free

) lad,s (siazo SoxiiS, s (AROSHATALC® TA-IRTA800) Lisg)l A+ Lino 0juigrSao silul SIU
9 D50: = 6 pm w5 Sl b osuid,i6S Saudils g1j95 «awl 51,500 pdaw 9 pwgo 1 (sisew U (Mg3SiaO10(0OH)2
a; 1olS 9 SuiwV (PP/PE zujivww 9 souly ((suigio 9 (siloasbw S5y Sl | 20,8 cul (D98: 20 pm vy SYL >
»lo Srtie Gowlgs )y @ ol pac wlgS 9 Cowl ol 38 Jgaxo .cowl 05,5 Juaw s,lauliowl Slai;S

Y WVIRE V)

Jgazeo aoliowliui
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Chemical Composition (XRF)
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Method: X-ray fluorescence (XRF), Arosha Powder QC laboratory.
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Physical Properties & Particle Size

Particle Size Distribution — TA-IRTA800 (Mesh 800 : IR)
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Particle size (pm, log scale)

mm Differential volume = Cumulative passing

Schematic cu

ve derived from the specified D50 / D98 limits — the binding values are those in the specification table

A+ + Lo * TA-IRTA800 ..,8 — (Particle Size Distribution) wl,3 o3lasl 84595 159,00

ISO 13320:2020 um x6 (D50) 0,5 051! @leo
ISO 13320:2020 um 20 (D98) iy SYb 2>
CIE D65/10° % >92 (Whiteness) Sauow
ISO 787-5 g/100g 25-35 o9, wi>
ISO 787-9 — 8-10.5 ol Gal=i pH
ISO 787-2 wt% <038 cugb,
C° 1050 wt% 4-6 (LOI) Lsd,l,> il
ISO 787-10 g/cm3 27-28 o9 B>
=0 Mohs 1 i

Arosha Powder Pishtaz Sanat * Podresang.ir * aroshapowder@gmail.com TDS-AP-TALC-TA-IRTA800 " Rev.01 - 2/5



PLM / XRD = Nil a3l
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Additional Technical Data
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Key Applications
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Referenced Standards / g>,0 SW>,laluwl

o [SO 3262-10 — Extenders for paints: specifications and methods of test — talc

e ASTM D6050 — Standard test method for physical and chemical properties of talc
e ISO 13320:2020 — Particle-size analysis by laser diffraction

e ISO 787-2 + 787-5 * 787-9 * 787-10 — moisture, oil absorption, pH, density

Safety, Health & Environment Commercial Terms
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Packaging, Storage & QC
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Packaging: 25 kg laminated PP/PE bags - 1,000 kg FIBC * bulk in jumbo bags / break bulk * export pallet & shrink.

Storage: dry, covered, away from moisture; unlimited shelf life under standard conditions. QC: every batch tested by

laser diffraction (ISO 13320) & XRF; asbestos test (PLM/XRD) and batch COA on request.
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AFTA2500 AFTA1500 AFTA800
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Arosha Talc Grade Family
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